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A measurement of the quantum efficiency of silicon has been carried out over the photon eray ranae -_ - 
from 4.9 to 21.2 eV by measuring the photoresponse of silicon surface-barrier photodiodes. The quantum 
efficiencyinrreasesfrom 2 Oat hu=4 9eV toapproximately3at h v = f i ~ V :  hetween hu=fieVand hu=lOeV. 
the quantum efficiency is approximately constant and beginning at  I r v = l O  eV, increases strongly with in- 
creasing photon energy, attaining a value of 15 at 21.2 eV. This observed behavior is consistent with quallta- 
tive predictions based upon a model for secondary ionization effects in silicon proposed by Shockley and a 
simplifying assumption as to how the excess energy available following an ionization event is diskributed 
between the original carrier and generated electron-hole pair, A- 
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1. INTRODUCTION 

HEN a high-energy photon is absorbed in the %F w bulk of .a semiconductor, the photoelectron and 
photohole produced by the inner photoelectric effect 
may be of sufficiently high energy to interact, in turn,  
with valence-band electrons leading to the generation 
of new electron-hole pairs. This intrinsic impact ioni- 
zation was first observed in the breakdown of silicon1v2 

1 K. G. McKay and K. B. McAfee, Phys. Rev. 91, 1079 (1953). 
2K. G. McKay, Phys. Rev. 94, 877 (1954). 

and p-n junctions. The quantum effi- 
3s. L. Miller, Phys. Rev. 99, 1234 (1955). 

ciency, ?(A), of the inner photoelectric effect, defined 
as the number of electron-hole pairs produced as  a 
result of the absorption of one photon of wavelength 
X, has been studied in several semiconductors, including 
g e r r n a n i ~ m , ~ ~ ~  s i l i ~ o n , ~ . ~  indium antimonide,* and lead 

J. Drahokoupil, M. Malkovska, and J. Tauc, Czech. J. Phys. 

V. S. Vavilov, Phys. Chem. Solids, 8, 223 (1959). 
?L.  Koch, J. Messier, and J. Valin, I R E  Trans. Nucl. Sci. 8, 

* J. Tauc, Phys. Chem. Solids 8, 219 (1959). 

7, 57 (1957). 

43 (1961). 
sulfide.8 

A. Smith and D. Dutton, Phys. Chem. Solids 22, 351 (1961). 
I n  the case of silicon, the quantum &ciency has been 

studied for two photon energy ranges : the very-high- 
energy range in which many generations are involved, 
and the low-energy range in which the photocarriers 
just begin to generate additional pairs. A measurement 
of the quantum efficiency of silicon in the low-energy 
range (1-5 eV) has been reported by Vavilov,6 who 
found that r]  has a value of unity from 1.5 to 3.4 eV, 
and beginning a t  3.4 eV, r]  increases rapidly with in- 
creasing photon energy to a value of 2.1 a t  4.9 eV. 
Vavilov attributed this increase in 7 above unity to 
impact ionization by photoelectrons and photoholes 
and interpreted the difference between the energy at 
which 9 begins to increase (3.4 eV) and the bandgap 
energy (1.1 eV) as the threshold energy E’ for impact 
ionization in silicon. Assuming that the electron takes 
all of the excess energy of the photon, Vavilov’s photon 
threshold of 3.4 eV gives E’= 3.4-1.1 = 2.3 eV. Shockleye 

has presented a reinterpretation of the energy, 2.3 eV, 
in which he suggests that when a photoelectron and 
photohole are created, the residual kinetic energy is 
shared equally between the two, rather than being given 

9 W. Shockley, Czech. J. Phys. 11, 81 (1961). 
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entirely to the electron. As a result, a t  Vavilov’s photon 
threshold of 3.4 eV, each carrier ends up with an energy 
of about 1.15 eV, which is taken to be the true threshold 
energy for pair production. 

A determination of r]  in silicon for the very-high- 
energy range (7-ray energies) has been r e p ~ r t e d , ~  where 
9 was found to be proportional to the energy of the 
absorbed photon. A mean energy of 3.5 eV was found 
to be required to produce one electron-hole pair, which 
is equal to the mean energy required to produce one 
ion pair by a high-energy charged particle7 (electron, 
proton, alpha particle). 

This paper reports the results of an experimental 
study of the quantum efficiency of silicon over the 
energy range from 4.9 to 21.2 eV. The aim of the present 
investigation was to extend Vavilov’s earlier spectral 
response measurements in silicon to higher photon 
energies with the hope that such measurements might 
help to provide further insight into the phenomenon 
of across-the-gap impact ionization in this material. 
To determine v ,  it is convenient to make use of the high 
electric field which exists in the space-charge region of 
a reverse-biased silicon surface-barrier diode.1° Any 

lo W. L. Brown, Natl. Acad. Sci.-Natl. Res. Council Publ. 871, 
9 (1961). 
electron-hole pairs generated in the high-field region by 
a photon will be separated and will result in a photo- 
current in an external circuit. If the indident photon 
flux, the photocurrent, and the reflectivity of the sensi- 
tive surface are measured, 9 may be determined, sub- 
ject to certain assumptions which are discussed below, 

2. PHOT- DI 0 D E 
A silicon surface-barrier photodiode as used in this 

experiment is shown schematically in Fig. 1. The space- 

FIG. 1. Silicon surface-barrier photodiode (not to scale). Fringing 
effects near the periphery of the silicon wafer are ignored. 



charge region extends from x=O to X=W(VO>,  where 
V O  is the applied bias voltage. The nature of the space- 
charge region and the operating characteristics of this 
type of photodiode in the visible and near-ultraviolet 
are discussed elsewhere.I0- ‘3 

H. Statz, Natl. Acad. Sci.-Natl. Res. Council Publ. 871, 99 
(1961). 

Three assumptions are made regarding the inter- 
action of incident vacuum-ultraviolet photons with the 
G ~ u n  surlaces studied here and the subsequent motion 
of the optically generated carriers in the space-charge 
region. They are listed here and examined in Sec. 4 
in the light of available experimental data: (a) Any 
photoemission arising from electrons in the valence 
band, in the conduction band, or in surface states may 
be neglected. (b) The presence of an oxide layer on the 
surface may be neglected. (c) There is no loss of optic- 
ally produced carriers either a t  the sensitive surface or 
in the space-charge region because of recombination or 
trapping. 

I n  view of the above, it is assumed that a photon 
transmitted a t  the surface, x = O  (Fig. l), will interact 
with an electron initially occupying a state in a valence 
band, raising i t  to a high-energy state in a conduction 
band. If the excited electron and hole have enough 
excess energy, they may generate additional electron- 
hole pairs. The end result is that a number 7 of electron- 
hole pairs are generated as a result of the absorption of 
one photw. This process i s  illustrated in Fig. 2. 

1- \ L C- I- 
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FIG. 2. (a) Production of an excited electron-hole pair in a 
6emiconductor by  the absorption of a vacuum-ultraviolet photon. 
(b) End result of the impact ionization process. A total number 9 
of electron-hole pairs are generated as a result of the absorption 
of one photon. 

Referring to Fig. 1, let F be the steady-state flux 
density of photons of wavelength X transmitted a t  
x=O. Then the number of electron-hole pairs produced 
per unit time per cm3, g(x), a t  any x is 

in which a is the absorption coefficient for the photons. 
It can be showna that as a result of this volume gener- 

l2 Semicodtutor  Sarjace Physics, edited by R. H. Kingston, 
(The University of Pennsylvania Press, Philadelphia, Penn- 
sylvania, 1957). 

ation rate, the photocurrent in the photodiode is 

I p h =  - qq( l -R)No(e-aW-l ) ,  (2) 

in which q is the electronic charge, R is the reflectivity 
of the silicon surface, No is the number of photons 
per unit time incident on the surface, and W is the depth 
of the barrier region. Since the optical absorption coeffi- 
cient of silicon is very large (> lo5 cm-l) in the wave- 
length interval considered here (2537-584 A), and 
TV = 50 p under operating conditions, the exponential 
term is negligible, and Eq. (2) reduces to 

Iph=pq(l -R)IVo. (3) 
A measurement of I p h ,  R, and N O  allows r]  to be 
determined. 

The photodiodes are operated in the reverse-bias 
mode, so that the total current in the diode is the sum 
of the “dark” current and the photocurrent given by 
Eq. (3).B Under experimental conditions, the diodes 
were operated a t  6 V reverse bias, in which case the 
dark currents ranged from = 5X lo-* to = 2X lo-’ A. 
The photocurrents were in the range =5X10-10 to 

A, making dc measurements of the photocur- 
rents difficult in the presence of such large dark currents. 
To eliminate this difficulty, ac methods were used. The 
light incident on the photodiodes was chopped a t  13 
cps and the ac signal across a load resistor was amplified, 
rectified, and measured with a voltmeter. 

The low-frequency equivalent circuit of the photo- 
diode is shown in Fig. 3. Quantities not affecting the  

FIG. 3. Low-frequency equivalent circuit of a reverse-biased 
silicon photodiode. Quantities not affecting the low-frequency 
operation 3re nct shown. I p h  is a current generator accounting for 
the ac photocurrent, RL is the load resistance, RB is the back 
resistance of the photodiode, and RA is the input impedance of the 
preamplifier. 

performance of the photodiode as used here are not 
shown.13 The current generator I p h  accounts for the ac 

1s A. J. Tuzzolino, E. L. Hubbard, M. A. Perkins, and C. Y. Fan, 
J. Appl. Phys. 33, 148 (1962). 
photocurrent, RB is the back-resistance of the photo- 
diode, RL is the load resistance, and RA is the input- 
impedance of the preamplifier. For the output signal 
to be proportional to the product I p h R ~ ,  R L  must be 
small compared to R g  and R A .  For a biased photodiode, 
RB can be made orders of magnitude greater than R L  
and if the applied bias voltage is greater than the 
product Z,&L, the photodiode remains biased and RB 
remains very high. Under experimental conditions 
(applied bias of 6 V), the output signal was proportional 
to I p h R ~  for all ranges of photocurrents and values of 
RL up to one meg. The output signal was also measured 
as a function of the applied bias (6-22.5 V) and was 
found to be independent of the applied bias. 

3. EXPERIMENTAL 

3.1 Photodiode Fabrication 

The general techniques used in the fabrication of 
the photodiodes were similar to those described in 
detail Single-crystal n-type silicon was 



l4 T. L. BlankenshiD and C. J. Borbwski, I R E  Trans. Nucl. 
Sci.7, 190 (1960). 

205 (1961). 

Res. Council Publ. 871, 265 (1961). 

l6  G.  Dearnaley and A. B. Whitehead, Nucl. Instr. Methods 12, 

J. W. Mayer, J. Appl. Phys. 30, 1937 (1959). 
G.  Dearnaley and A. B. Whitehead, Natl. Acad. Sci.-Natl. 

used as the starting material. The electrical resistivity 
ranged from 700 to 4000 ohm-cm and the minority 
carrier lifetime ranged from 400 to 2000 psec.'* Wafers 

18 The silicon used was ohtained from n o w  Corning Corporation, 
Hemlock, Michigan, and Merck and Company, Inc., Danville, 
Pennsylvania. The resistivity and lifetime values were specified 
by the suppliers. 
approximately 500 p thick were cut from single crystal 
rods and were mechanically polished. The areas of the 
wafers ranged from 0.56 to 2.75 cmz. One face of the 
wafer was etched for from 3 to 5 min in CP-4 solution." 
The wafer was then washed, mounted in an insulating 
ring, and allowed to age for two days to permit forma- 
tion of a surface barrier on the chemically treated 
surface.lg 

10C. G .  B. Garrett and W. H. Brattain, Phys. Rev. 99, 376 
(1955). 

Electrical contact to the sensitive surface of the aged 
samples was made in three ways. I n  the first, a gold 
ring was evaporated over the periphery of the wafer 
and the mounting ring as shown in Fig. 1. In  the second 
case, gold was evaporated over the periphery of the 
wafer, the mounting ring, and one-half of the sensitive 
surface. In  the third case, gold was evaporated over the 
whole sensitive surface and mounting ring. In  the las t  

two cases, the thickness of the gold film on the sensitive 
surface was approximately 100 A. Contact to the back 
of the samples was made by evaporating a thick (400 A) 
film of gold onto the back of the wafer and mounting 
ring. Photodiodes with a gold film over the entire sensi- 
tive surface were used to measure reflectance or photon 
intensity, as described below. 

3.2 Optical System 

A Jarrell-Ash, vacuum monochromator, using the 
Seya-Namioka mounting, provided the dispersed radia- 
tion (8.0 A per mm). The range of the grating motion 
was adjusted to permit scanning the wavelength region 
500-4000 A. The entrance and exit slits of the mono- 
chromator were fixed a t  200 p and a fixed slit 1 X 5  mm 
was placed behind the exit slit of the monochromator. 
The pumping system for the main chamber consisted 
of a mechanical pump and an oil diffusion pump. The 
vacuum obtainable in the grating chamber was 
1 X mm Hg. 

The light source was a water-cooled discharge lamp 
with a quartz capillary similar to the lamp described by 
Hartman.20 The discharge lamp was attached to the 

entrance head of the monochromator and the only 
pumping used on the lamp was that through the en- 
trance slit from the main monochromator chamber. 
Hydrogen, helium, and neon were used in the lamp. The 
pressure in the discharge region ranged from about 
200p to a few mm Hg, depending upon the gas. With 
the three gases used with the lamp, radiation between 
584 and 2600 A was obtained. Below 1000 A, the lamp 

"P. L. Hartman, J. Opt. Soc. Am. 51, 113 (1961). 

produced chiefly the resonance lines of helium (584 A) 
and neon (744 A). With hydrogen, usable intensities 
were obtained from 900 up to 2600 A. The spectrum of 
hydrogen consists of the hydrogen molecular continuum, 
extending from 1700 A to longer wavelengths and the 
many-lined spectrum of the hydrogen molecule from 
about 1650 to below 900 A.z1s22 The atomic hydrogen 

*l D. M. Packer and C. Lock, J. Opt. SOC. Am. 41, 699 (1951). 
nO T- 0 T.1 ....... TI 3 x 7  ...... 1 . . ~ .I T, m. 

1. d. jvuu>uu,  A\. v v a L a u a u C ,  aiiu I\. A v u ~ i y ,  j. Gpt. SuC. Au. 
41, 701 (1951). 
resonance line a t  1216A is also present with high 
intensity. 

A power supply for the lamp consisted of a regulated 
0-150 V dc voltage supply and a current regulator. 
The lamp was usually operated a t  a current of about 
2.5 A, although it was operated a t  times from 0.5 t a  
5 A. The operating voltage across the lamp usually 
ranged from 65 to 110 V, depending upon the particular 
gas and the pressure in the discharge region. Typical 
intensities (photons/sec) emerging from the l-X5-mm 
final exit slit under operating conditions were 2X108 
(584 A), 2X108(744 A), 2X1010(1216 A), and 2X10'O 
(1611 A). When gas was flowing, the pressure in the 
main monochromator chamber was held below 1 X 
mm Hg. A mercury "Pen-Ray Lamp"23 was used to 

obtain line radiation a t  2537 A. 
23 C. B. Childs, Appl. Optics 1, 711 (1962). 

3.3 Sample Chamber 

The sample chamber was mounted to the exit-slit 
chamber of the monochromator and contained the 
photodiode sample, a reflectance detector, and a cali- 
brated photon detector. A schematic of the sample 
chamber is shown in Fig. 4. The photodiode sample P 

FIG. 4. Photodiode sample chamber P :  photodiode sample; Q :  
sample holder assemlJy; K : reflectance detector; S :  reflectance 
detector assembly; T: calibrated photon detector; U : auxiliary 
light source; V :  window; W :  mirror; X :  light chopper; Y :  mono- 
chromator exit slit; Z :  fixed external exit slit. The angle 0 was 12". 

was mounted to a sample holder assembly Q, which 
could be rotated about its own axis or moved up and 
down, into or out of the path of the photon beam from 
the monochromator. The reflectance detector R was a 
silicon surface-barrier photodiode with 100 8, of gold 
on the sensitive surface.13 This detector was mounted 
to a reflectance assembly S, which could be rotated 
about an axis coincident with the axis of rotation of the 
sample assembly. 

To measure the reflectivity of the sample, t'le sample 
was pul!ed out of the beam and the reflectance detector 
adjusted to intercept the direct beam from the exit 
slit a t  position R'. The sample was then placed in the 
beam, rotated to the angle of incidence 8, and the reflec- 
tance detector was rotated to intercept the reflected 
beam a t  position R. The reflectance was determined 
from the ratio of the two reflectance detector signals. 
The minimum angle of incidence was limited by the 
position a t  which the reflectance detector assembly, 



when intercepting the beam reflected from the sample, 
began to obscure the incident beam. The minimum angle 
of incidence was 12". Since the reflectance measure- 
ments were made a t  near normal incidence, the degree 
of polarization of the light diffracted by the grating was 
~ n i m p o r t a n t . ~ ~  The sample chamber was maintained a t  

*4 T. Sasaki and K. Lshiguro, Japan. J. 4ppl. Phys. 2,289 (1963). 
a pressure of approximately 5X mm Hg by pump- 

The lower portion of the sample chamber could be 
isolated from the monochromator by a gate valve so 
that samples could be changed without breaking the 
vacuum in the monochromator. 

The photoresponse of the photodiode was determined 
by placing the photodiode sample P in the chopped 
photon beam, noting the deflection on the voltmeter 
and the value of the load resistor. With the photon 
beam incident on the calibrated photon detector T, the 
photon flux was determined. The system was calibrated 
during the experiment by shining visible light from an 
auxiliary light source U, onto the sample detector or 
reflectance detector by means of the window V and the 
mirror W, measuring the resulting large dc photocurrent 
directly, and then noting the corresponding deflection 
on the voltmeter and the value of RL when this beam 
was chopped. With this method, photoresponses as 
small as 5 X 10-l2 A could be measured. 
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Photocurrents resuling from the auxiliary bulb source 

were read with a Keittle!. Model410 d(, micromicroa tu- 
meter. For photocurrents interrup!t:d at 13 cps, a 
Keithley Model-600 electrometer was used as tne high 
input-impedance preamplifier. From the preamplifier, 
the signal was passed to a Perkin-Elmer ModeG081-0007 
preamplifier and then to a I'erkirl Elmer Model-81 
amplifier tuned to 13 cps. From the amplilier, the signal 
was passed to rectifying contacts on the chopper sh2.ft 
X, where i t  was synchronously rectified. The signal was 
passed to a low-pass filter in the Model-81 amplifier and 
then to a Keithley Model-149 dc niillitnicrovoltineter. 

3.4 Photon Flux Calibration 

Sotlium salicylate is a convenient fluorescent material 
to use with a photomultiplier or photodiode to measure 
radiation in the vacuum ultraviolet because it does not 
sublime i n  vacuum and remains stable over many 
months. I n  addition, its relative quantum efficiency has 
been found to be constant from 850 to 3000 A.22.2h The 

*6 K. Watanabe and E. Inn, J .  Opt. Soc. Am. 43, 32 (19.53). 
efficiency appears to be 15% lower at 584 A.2s The 
photon detectors used here were of two types. The first 
system consisted of a silicon surface-barrier photodiode, 
with approximately 100 A of gold on its sensitive sur- 
face, mounted directly behinda glass window onto a:hich 
a layer of sodium salicylate was sprayed. This r>!.stail 
was satisfactory for large photon fluxes (:VU> 5X 10' 
photons/sec), but was unable to detect the lowest flux 
levels. The second system, which was used for most of 
the measurements, consisted of an RCA-6199 head-on- 
type photomultiplier tube with a coating of sodium 
salicylate on the end of the glass envelope. Both systems 
were calibrated by means of a calibrated nitric oxide 
~ h a m b e r . * ~ * ~ '  
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FIG. 5 .  .!rerage reflectivity and quantum efficiency for sevefi 
silicon photodiode samples. The value of 7 at 21.2 eV has been 
c'orrected for the apparent decrease in the quantum efficiency of 
scxlium salicylate at this photon energy. 

The vertical lines indicate the maximum deviation in 
the value of R or t) for any sample from the average' 
value. Initially, measurement of photosensitivity spec- 
tra proved very difficult. Attempts were made to meas- 
ure the photoresponse on photodiode samples which 
had been aged for three or four days ("new" samples). 
Not only were these new samples unstable in the en- 
vironment of the sample chamber (this instability was 
uhially evident as a varying or negligible photoresponse 
and a t  times, a very high noise level), but also exhibited 
irradiation fatigue effects a t  the 1216 A hydrogen resod 
nance line. These fatigue effects were observed after 
a t  ime of irradiation varying from 10 sec to 1 niin, 
depending upon the sample, and were observed as a 
sudden decrease in photosignal. After this sudden de- 
crease, the photosignal decreased more slowly with time, 
dropping to a negligible value after a total time of a 
few minutes. These measurements were taken when the 
new samples were exposed to the full intensity a t  
1216 A available from the optical system (= 2X lo&" 
photons/sec). These fatigue effects were not observed 
a t  other wavelengths, possibly because of the lower 



intensities at other wavelengths and insufficient obser- 
vation times. 

After a sample had shown this fatigue effect, the 
original photosignal could be restored by moving the 
sample so that the collimated photon beam was incident 
on a previously unexposed portion of the sensitive sur- 
face. This showed that the loss of photosensitivity 
under irradiation occurred only over that portion of the 
sensitive surface illuminated by photons. I n  this manner, 
environmental instabilities could be separated from the 
effects of irradiation fatigue. 

Fortunately, it was found that if the photodiodes 
were allowed to age for at least one week, they were 
stable under the vacuum conditions in the sample 
chamber, although they were still subject to fatigue 
effects at 1216A when exposed to the full intensity 
Rvailable from the optical system. However, by reducing 
the intensity a t  1216 A, it was possible to measure the 
photoresponse of the aged salnples over the whole 
spectral range without any evidence of environmental 
instabilities or irradiation fatigue effects. Repeated 
determinations of the photoresponse of any of the aged 
samples agreed within experimental error. 

The effects discussed above were simiiar to those 
observed by Smith and Dutton during their measure- 
ments of the photoresponse of PbS8 Possible reasons 
for the effects observed here are suggested by a brief 
consideration of the nature of a silicon surface prepared 
as described in Sec. 3.1. Much more detailed discussions 
are given in the I i terat~re . ’****~~~ Located a t  the surface 

ZR Phys. Chem. Solids 8, 87 (1959)( 
?9 J. T. Law, in Semicnnductnrs, edited by N. B. Hannay 

fReinhoM Publishhg Gorporathn, Ne* York, 1959), p. 676. 

Many) 

of a semic~onductor is ;I sl);icc-c‘Iiarge (lodJlt!  la!^ which 
nial- arise in several wa>.s, such as preferential adsorp- 
tion of ions of one sign, aligniiicnt of a d d d  atonls or 
niolec~ules having an electricxl clipole iiioiiieii t ,  or pres- 
.eiic.e of electrons or holes boiintl at the surface in  
“surface states.”19 Surface states ma!. be tluc to the 
teimiination of the 1attic.e or to the 1)reseiic.e of inipiiritie.~ 
such as an okide la! er or atlsorbect gases or ions on t h c  
surface. 111 the case of silicon, ii i i  oxide Iri!.er ;=: 25-50 4 
thick and adsorbet1 iiiipurities are norniall!- present on 
t l i e  xurfac.e. Operationall!., two t! pes of surface st;ites 
a re  fountl: states whic.h are :tssLinicd to be situatecl 011 

l h e  iriterface of the crystit1 ant1 the oxide, antl states 
w h i d i  arc believed to be predominantly situated on the 
oiitcr surface of the oxitlc layer and arise from adsorbed 
gas iiiolecules. For base iiiaterial of ti-tb-pe silicon, the 
net result of this surface condition is that electrons are- 
trapped in the surface states. This negative surfate. 
charge is balanced bj. a positive space-charge region 
extending from the surface into the ma.teria1 to a depth 
of several microns, depending upon the resistivitl- of 
the silicon. The electric f ie ld rewlting froin the space 
charge gives rise to a “built-in” voltage drop, VB,  
between the surface and the interior of the silicoii. 
Application of a reverse bias, P”,, wil! extend the space 
charge regior! deeper into t h e  bdk ii~aterial.’~ For a 
“Schottk!~~~fl”-t~.pe barrier region, the width of the space- 

charge region is proportional to the square root of 
( ITo+ V I < ) .  The variation of potential in the barrier 
region for this t!-pe of barrier is illustrated in  Fig. 1. 
The  exact variation of potential throughout the space- 
charge region of the photodiode samples used in this 

W. Schottky, Z. I’hysilr 118, 530 (t9.12). 

expcrinient is not important ah long as the existing 
electric field is suffic.ie~ltl> strong I O  separate an?’ elec- 
tron-hole pairs generated b ~ .  the absorption of a photon. 

()ne possible explanation for the instahilitJ- of new 
samples under vacliulii and the fatigur effects exhibited 
eventtiall!. by all saniples is that the surface states 
necessary for the existence of the harrier region can be 
altered significantl!. by conditions of moderate vacuum, 
by high-energ>, photon irradiation, a n d  pnssib!;. by 
h!.drogen ions from the diqcharge tube. Sufficient alter- 
ation or loss of such surface states would result in 
destruction of the barrier region and conseymntly, in 
a loss in photosensitivity. If these surface states result 
from the oxide la!w or adsorbed species on this layer, 
i t  is reasonable to assume that these inipurities are not 
tightl!- bound to  the siiyfrtce antl may be altered or 
rciiiovrd froni the surface lairl!. easil!- b?. vacuuIii or 
I)onil)ardnicnt, ~~articularl!- when t h e  surface is new. 
I n  most cases, the  photorespo:l<c of samples which hac1 
~ h o w n  fatigue effects or instal)ilit!- wah rrstored 1)y 
removing the sainples from the chamber and allowing 
them to age again for 5 ral (la! 5, sripporting the 
above view. Il,lore deta i le t l  espcri~licntal sttidies of 
tlicsc effcc.ts an(l a bct1c.i. iiiitlci.st:riitliiig of the nature 
)f such surfacw arc  ncetletl to ari-iw a t  ;I niore cpantita- 
tivc explanat ion t h a n  that ~)ropo.~c“l Iivre. The curves 
shown in Fig. 5 are for pliolocliotlc s:tniples on whic.li 
nieasuremelits \ w e  niatlc alter a I)criotl of from ten 
(I:t!.s to s e ~ c n  nionths  froni t h e  tinic of their falirication. 

‘The generall! lower vr?lue of rvtkc. t i \ - i i>- .  parti(.tilarl\. 
at the shorter \vavelcngths, givcn i n  J’ifi. 5 (x)nipa I - c : ~  
with published \.alucs for sili(oii2’J1 is e q ) e c t r d ,  since 

31 I I .  K. l’liili~)~) ;tii(I I I .  lihrcnreich, I’li>s. I<cv. 12Y, 1550 (\?Ol). 

the nia.gnitu& and spectral detail of t he rellec,tivitJ c>f 
a semiconductor are strongl! depentlent ti1)on t h r  S I I Y -  

face qualit!-, particularl!. a t  s1iortc.r wavelengt hs.21.:’2.:J:i 

:UH. I t .  Phililq) iind IC. :I. ’raft. Phys. I t a , .  120. 37 (lY(d)). 

’The surface quality drpends Llpm the mechanical and 
chemical techniques used to prepare the surface and 
on the length of time during which the s a~~ ip le  is exposed 
to the atmosphere before mrasui-c~iiicn t s of reflect ivit!, 
are made. One measuren~ent of rvllectivit!. \vas 
a t  1216 A on a silicon sample inrnicdiatcl!. after etching 
and a value of 0.42 was found, coiiiparecl with a value 
of 0.19 which was obtained several weeks kiter. ,4 siiiiilar 
~~lczisurenient b!. Sasaki:j4 on gerriianiurli showed a de- 

crease in  reflectivity of 10% at 1216 W after t h e  sample 
was exposed to air for 20 hours. Since the published 
values of the rcflectivit!. of silicon \vc‘rc o1)taint.d on 
fresh t he lower value of the retlcctivit!- for 
the surfaces stutlied here is a t t r ihtet l  to the age of the 
surfaces. The values of K given i n  I;ig. 5 are considered 
to be adequate for the purposes of this paper. 

The low values of the rctlectivity helow 1000 A and 
the low intensities available at these wavelengths made 
it impossible to nieasure the rcflectivity with the appa- 
ratus used and the reflectivity was taken as zero in 
calculating 7 from Eq. (.?) below 1000 A. This is believed 
to be justified since the reflectivity for fresh surfaces 
is less than 0.3 a t  1000 and tlecrcascs rapidly with 
decreasing wavelength,“l so that the values for the old 
surfaces studied here are probably much less than 0.1 
below 1000 A.No attempt was made to correct the 
data for the effect of any oxide Ia!w on the crj,stal 
 surface^.^^*"^ 

K. E. hlorrison. 1’hj.s. Kev. 124, l j l . 4  (1061).  

J1’r. Sasaki, J .  l’hys. S O C .  Jai)ai~ 18, 701 (1063). 
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roughly constant, antl for Iiigher’ photon energies, ‘1 in- 
creases very strongl!.. The most out.;tanding feature of 
the variation of 17 with h v  is the large increase in 11 as 
the photon energy inc.rcases above = 10 eV, and the 
Iwge value of 15 at 21.2 e\?. 

The problem of clcctron impact ionizatiou in seini- 
conductors has been t r e a t e d  by Antoncik‘l and Tkstcr.’” 

‘ I  E. h t o n c i k ,  (‘zech. J. I’hys. 7, hi4 (19.57); 8, 402 (1’4%). 
1) .  1.. Ikxtcr, Air k’orcr 0tiic.e oi Scientific Kcsenrrli Kcliort 

No. ’I” M)-O9, 1960 ( ,u l i l )~~ l i l i she . t l ) .  

I n  these treatments, onl!. the ioniziiig action of electrims 
is consiclcretl, ancl the minilnuin energy B which ai1 
electron must have to be ahlv to generate a n  elcc.tron- 
hole pair is tleteriniiietl l’roni the conservation Inws for 
energ!’ ant1 cr!xtd nioinentuni i n  tlic ~ ) r o c ~ s s  1 fast 
clcctron -+ 2 e lcdims+ 1 hole. 

A.;.;uniing t h a t  the elec t imi  tloc.; not ii1ternc.t Ivith 
thc lat t ice,  :\ntonc,ik ol)tainetI it \ d u e  oi 1.2.3 eY for 
the tIircshol(l energ>. E i n  Si. ’llii:, value \vas ol)tainet\ 
using a siniplilietl niotlcl of thc l)an(l st ruc,turc for Si. 
Owing t o  the in,terac.tion of the fast elcc.tron with the 
lat t ice, the t rue thi.~:sliol(l_energ~. I.’ for pair generatioil 
shoul(l I)c greater than I!: I)!, t e i i t h s  of :in C V . ~ ~  I t  is 
interesting to note t1,:Lt Shocl;Ie~.’s th re~ho l t l  of 1.15 eV 
(see See. 1) is i n  gootl agi~eenwnt with Antoncik’s value 
of 1 .2%3 cV, \~.hich Anton( ik tlerivetl on the basis of 
several sin1pIii>jqg :is\ui11l)tiolis regarding thc h i id  
structure of Si and b ~ .  n.;siiiiiing no electroli iiiterac- 

tions w i t h  the 1attlc.e. Xntoncik also derives an expres- 
sion lor 17 for photon energies in the neighborhood of I?, 
assuniipg that a fast elec.troii c:iii ionize only oncc, and 
t!iat t ! ie baiid strii.,trirc for tlie energies considered may 
bc - ie ,  i - i h l  b;, t!ie 

T h e  results of &\iitoncik’s work cannot be applied to 
interpret tlic dsta of I:ig. 5 for the following reasons: 
(:t) For the piioton energies considered here, the photo- 
(xrriers have excess energies several times the bandgap 
eiiergy a i i t l  one \voultl not expect the eiTec.tive-mass 
approsiimtion to be valid for energies so far from the 
Ixtntl et1gc.s ; ( I ) )  In prill( iplv, the same con::iderations 
whi(.h \vert applied to impact ionization by electrons 
slioultl appl!. cqiiall!. t v d l  to impact ionization b!. holes. 
‘I‘he rehiilts of \‘aviIovG intlic.atc that t)otti the photo- 
el(*( t r n n  antl  photoholt. arc active i n  genrratiilg pairs 
c ~ c m  i n  the lo\v-energ!, range.!’ Antoncik’s 1 reatment 
t1oc.s not inc~lutle inipact ionization 1,). holes; ((.) I f  one 
\vislietl to inc~lut le  t l ie  possibilitj. of impact ionization 
1)). holes, the tlistributioll 01 the photon energy between 
the photoelectron and photohole would have to be 
k n o ~ v n .  ‘I‘his is a 1)roblcm ivhicli has not yet been 
sol\~ecl.“ I n  addition, for the high energies considered 
here, tlie original photoelectron and photohole ma!. 
generate inore than one pair, and a given generated 
I)aii. ma>. have enough excess energ!. to generate inore 
pairs. T o  treat the etfects of these multiple ionizations 
cpantitativel>., one w o i i l t l  have to know the distribution 
of energ!. among the three carriers (origii&l carrier and 
generated pairj subsequent to pair formation. ‘This is 
;t second problem not !.et satisfactorily In view 
of the above, no attempt is made here to interpret 
rluaiititativel!- the dependence of 4 on Izv shown in 
I ig .  5 .  

A qualitative interpretatioll of some of the aspects of 
the observed dependence of 4 on / I V  inay be obtained by 
making use of a model proposed by Shockley to explain 
impact ionization effects in silicon.9 Shockley emphasizes 

.. t i  ye-; iiLLs:, approsirnation .44*46 

that his model is tlmpirical rat her than theoretical since 
hand structi ire considerations a re  disregarded. The four 
paranieiers which chiractrrize the model are : The 
threshold energy, measured from a band edge, for a 
carrier :ibovc which i t  may produce an electron-hole 
pair, IC,; the mean free path between scattering by 
phonons, I,K; t h e  mean free path between ionizations 
for a carrier with energ>- greater than the threshold 
cnergy, L , ;  and the energ!. of the phonons involved, 

.?\I1 foiir parameters are taken as constants. Shockiey 
awinies that when a loiv-energy photon of energ). h v  
is absorbed in silicon, the difference between the photon 
energy and the band-gap energy, E , ,  is divided equally 
to give the photoelectron and photohole each an energy 
of (hv-E,) ’ 2 .  Each photocarrier ma). then ionize if 
this energ!. is greater than E;.  Shockley derives an ex- 
presion for 7 over I I I C  range of h i )  i n  which “third- 
generation” pairs can  be iieg!ectcd which is in excellent 
agreement with Vavilov’s experimental results if Ei has 
the value 1.1 eV, and his model predicts a value for the 
nir.ai1 c~ierg!. reriiiiretl to geiierate one ion pair in silicon 
b ~ .  a high-c.wrg> Ixirtic.le (McV range) or a very-high1 
energ). photon (lev range) of 3.5 eV, which is in very 
good agrceiiient with values obtained experimentall>.. 

Using Shoe klv! . ’~  niodel, the approsinlately constallt 
v a h e  for 17 i n  tIie range oi h v  froin roiighl!. 0 to 10 e\’ 
antl the strniig increase i n  7 for k v >  10 eV may be 
explained. ( h i  the basis of Shoc.klcJ ’:, :nodel, a 6-eV 
photon will givt, r i G t .  io a photoelectron and photohole 
e;!c.Ii tvitli a i l  e i w q q ~  of 2.45 eY (iiieasiired from the 
band edge.;). l a c h  of the pIiotoc.arriers has a high proba- 
hilit!. of producing a p:iii, so t!iat 17 shoald be close to 3.9 
~ \ ~ ~ i i a I l y ,  the prob:tMiL>, that a carrier of energy E 
procliice an ionization hefore sIolvi115 down from E to E ,  
\ h o i i l t l  be expli(. it!!, (.on-itlered, as well as the probabil- 
it!. for the pro,-es:,e.;  de..^ ribed belolv. 50 atteiiipt is 
iiiade tlere to introcluc e thew retii~.einents. 

I t will be ah-ulnrd Iiertb that \vhen a carrier (elec.tron 
E gc.ntxites a pair, an amount of 
is lost to and an amount 

of energ!. /<;“ is l o i t  i n  taking it11 tblec.tron across the band 
g:ip ‘The ciii;intit!. L,  L K  is the average number of 
1)honoiis gcncwtccl per ioi1izilIioll b!, a carrier with 
energ!. greater (han I:, awl i. taken to have the value 
17.5.“ The plionon cmcrg:: f-;/( has the value 0.063 eV,Y 
so that the qiiantil! (/., I J H ) L : H  has the value 1.1 e\?. 
It is fiirther a\.;iinie(l that wlicm a carrier generates a 
p i r ,  111;. :LvaiIabItL en it erg^^ rtiiiaiilillg after the collision 

eqiiall!. xhared betwtui the original carrier antl the 
pair, i.e., the original ewricr ends up with 4 the excess 
energ!. and tItc gt.:iwatt.ci elect ron-hole pair each have 

of t h c  cscess eiicq:J.. I n  vietv of ihcsc wwiniptioris, 
t ic photoc~iirricl~< w t  h \\-ill hiivt. n n  enrrg!. of 

(4 )  

after mc.h t,:li.ricr gcnt~i~;ite, t l i r .  lii...t 1)air. For hi)= 0 c\’, 
E(i. (-4) &,ves ;t v ~ l l t t e  oi 0.12 e\. Cor tlie esc’ess energ>. ol 
the photoelec.tron anti  photohole aftw the first pairs 
:ire gel.eratt,tl. This  ~ ~ s c x ~ s s  encrg~. is less than I<;,, so 
that no adtlitioiml c w r i c v  e ~ i i  I)c gerwated ancl the 
cycess rsncrg!. i <  l o G t  to tlie lat l ice.  ‘4s /lv incwases abovtx 
6 e\,., the t.nrri.g>. of t l i c  photocai.riers after the first 
coIIisions also iric.rease? ae c.oreting to Eq. (4). 

I f  7 i-; to  in(,rease above <3, the photocarriers must 
have a t  lex-t an energy E ,  after the tirst c.ollisions. This 
will pot occiir iintil I I U  in<.reases to 10 e\.‘, a t  which point 

t 
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